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TIAPAPTHMA TPITO
THX EITIITHMHI EOHMEPIAATY THE AHMOKPATIAY
Ap. 2075 g 6ng ZEI’ITEMBHOY 1985
'AIOIKHTIKEE TPAEEIT

MEPOX I
KavovioTikég Arowknrikée Ipdateic

ApiBuég 225 .
OI HEPI KYIIPIAKQN ITPOTYIIQN KAI EAET'XOY IIOIOTHTAZX
(EITITPOIIEY I'TA THN KATAPTIZH KAl ANAGEQPHXH
ITPOTYIIQN) KANONIZMOI TOY 1976

I'vmo'r::o'_"nbincn ue Baon tov Kavovioud 8.

Me 10 nopdv yveotonoteitar 6tt, pe Baon tov Kavovious 8 tov
Kavovicuov touv 1976 ywe ta Kunpuakd IIpotvma xar -"Eleyyo
[Mowtntag (Emaponéc ywie v Katdprion «kar  AvabBewdpnon
IIpotOnwv), - o Kunpiakdég Opyaviopdc Ilpotomwv xar  EAéyyovu
Howmtog eE€dwoe Ta mo xatw npdtvna:

CYS 145: Mépog 4 — IlIpoodiopiopdg tov mocootod aBaing (Carbon
MéBodog 401. " Black) oe molvohegiveg.
— Determination of Carbon Black Content of
Polyolefin Compounds.

CYS 145: Mépog 4 — Tayeia MéBodog mpoodiopiopod tov Toc0oToU
MéBodog 402. atfding (Carbon Black) oe molvarBvAiévio
YaunAng nukvotntac.
— Rapid Determination of Carbon Black Content
of IDPE Compounds.
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